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BC
BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-31999.4 ( COMPLETE ) REFERENCE INFO: 0-105

CLIENT: BR0HH MINING CORP. 
PROJECT: R89-605

SUBMITTED BY: J. BARRON 
DATE PRINTED: 19-0CT-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 21 0.002 OPT Fire Assay
2 Au Gold 1 0.002 OPT Fire Assay

3 Au Gold 1 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

- - - - - - - - - - a—nDTi i—rnsc- - - - - --- 04--- -- 0- - -4-5A- - - - - - - - --- 04--- -- Arrvr H-nnn- - - - - - - - - 04- - - - - - -
Sample Pickup 1

REMARKS: Final results are reported.

sanple (erratic results noted).

REPORT COPIES TO: HR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 9 -1404 , . BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-31999.4 C COMPLETE) 

CLIENT: BROHN MINING CORP. 
PROJECT: R89-605 

HUMBER OF LOWER 

REFERENCE INFO: 0-105 

SUBMITTED BY: J. BARRON 
DATE PRINTED: 19-0CT-89 

ORDER ELE"ENT 

Gold 
Gold 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 
2 Au 

J Au 

SAMPLE TYPES 

Gold 

NUMBER 

21 
1 

1 

0.002 OPT 
0.002 OPT 

0,002 OPT 

SIZE FRACTIONS NUl'IBER 
------------------------------ ------------------------------
- --- - - -- - -· -
II .1/f\J.\..L 'W'WIU .. .... C -1JV ... 

REl'IARKS: Final results are repo·rted. 

-· - . . 
111 ......... ;,u .. &11.1.11,i\,C nu -~~\.l.1\o:Ji g,11,; ICtJUI VI.U LIi LIii,:-

sa1ple (erratic results noted). 

REPORT COPIES TO: MR. JI" BARRON 
l'IR. Jil'I BARRON 

Fil'e Assay 
Fire Assay 

Fire Assay 

SAMPLE PREPARATIONS NUMBER 
---------------------------. - -
,,..,..,wi r · ""t' CL 

Sa.ple Pickup 1 

INVOICE TO: MR. Jil'I BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989*404

Geochemical
Lab Report

BONDAR-CLEGG

REPORT: 083-31999.4

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 19-0CT-89
PROJECT: R89-605 PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

Au
OPT

Au
OPT

00 CM!MM '* ’0Rf

D2 R89-605-0-5 (0.002
D2 R89-805-5-10 (0.002
D2 R89-605-10-15 (0.002
D2 R69-605-15-20 (0.002
D2 R89-605-20-25 <0.002

D2 R89-605-25-30 (0.002
D2 R89-605-30-35 0.004
D2 R89-605-35-40 (0.002
D2 R89-&05-40-45 0.007
D2 R89-605-45-50 (0.002

D2 R89-805-50-55 (0.002
D2 R89-605-55-60 (0.002
D2 R89-605-80-65 <0.002
D2 R89-605-85-70 (0.002
D2 R89-605-70-75 (0.002

D2 R89-605-75-80 (0.002
D2 R89-605-80-85 (0.002
D2 R89-605-85-90 0.005
D2 R83-&05-90-95 0.002
D2 R89-605-95-100 0.081 0.002 0.010 . 031

D2 R83-605-100-105 0.002

Bondar-Clegg, Inc. , .. .,,. "' 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 9 404 

, ' . .. 

EPORT: 089-31999.4 

SANPLE ELE"EHT 
HU"BER UHITS 

D2 R89-f>05-0-5 
D2 R89-f,05-5-10 
D2 R89-605-10-15 
D2 R89-605-15-20 
D2 R89-605-20-25 

D2 R89-605-25-30 
D2 R89-605-30-35 
D2 R89-605-35-40 
D2 R89-605-40-45 
D2 R89-605-45-50 

D2 R89-f,05-50-55 
D2 R89-605-55-60 
D2 R89-605-60-f,5 
D2 R89-&05-65-70 
D2 R89-605-70-75 

D2 R89-605-75-80 
D2 R89-&05-80-85 
D2 R89-605-85-90 
D2 R89-605-90-95 
D2 R89-60~-95-100 

Au 
OPT 

(0.002 
(0.002 
(0.002 
(0. 002 
(0.002 

(0.002 
0.004 

(0.002 
0.007 

(0.002 

(0.002 
<O. 002 
(0.002 
(0.002 
(0.002 

<0.002 
(0.002 
0.005 
0.002 
0.081 

BC ,__---
BONDAR-CLEGG 

A DI\ ISION OF INCHCAPE INSPECTION & TESTl"1G SER\'ICES 
DATE PRINT D: 19-0CT-89 

OJECT. R89-605 

Au Au 
OPT OPT 

0.002 0.010 ,03 / 

Geochemical 
Lab Report 

PAGE 1 

------------------------------------
2 R89-605-100-105 0.002 
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BMWAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

B Hi OHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWOOl), SD 
57 738

Invoice s D015&07, Page 1

Date s l'M)L(-89

Report Mo s DB9~3.1999. 4 
i,;. iProject s K89-605 

'fteferences 0105

i
t * SVr' : i' j -C.

1 Analyses of Gold at * 0.00 0. 00
1 Analyses of Gold at $ 0.00 $ 0. 00

Subtotal * 0. 00 $ 0.00

81 Analyses of Gold A ‘tr % 7.00 $ 147.00
Subtotal it 147.00 * 147.00

Samp1e Pr©pa r a tio n
81 Samples of Assay Prep at $ 3.00 $ 03. 00
1 Sample of Sample Piokup a t $ 1 £.00 •1 12. 00

Subtotal * 7 ‘300 f 75.00

id :i. s c e 11 a n e o u s C h a r tj e s
4X S.D.. state s a 1 e s t a x $ 3. 00
8% Deadwood clty sales tax 1 „ 50

Subtotal 4. 50 $ 4.50

I nva ice Tota 1 s t 8g6,. 50 U. S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Geochemical
Lab Report

Bondar-Gisg^ Ini *.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32302.4 ( COMPLETE ) REFERENCE INFO: 105-505

CLIENT: BR0HH MINING CORP. 
PROJECT: R89-605

SUBMITTED BY: J. BARRON 
DATE PRINTED: 17-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 79 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 79 2 -150 79 Assay Prep 79
Excessive Uetness 1197
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
HR. JIH BARRON

INVOICE TO: MR. JIH BARRON

Bondar-Cl I lrn: '-
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-ClBiG 

Geochemical 
Lab Report 

A DIVISIO OF 11'-CHCAPE I\JSPECTIO, & TESTI"JG SER\ ICES 

REPORT: D89-J2302.4 ( COIIPLETE > 

CLIENTs BROHII NINIHG CORP. 
PROJECT: R89-605 

ORDER 

1 Au 

ELENENT 

Gold 

SANPLE TYPES NtllBER 
------------------

D DRILL CORE 79 

ROIARKS: Finil results are reported. 

REPORT COPIES TO: flR. JI" BARRON 
11H' _ _I 111 NWnn UI 

NlllBER OF LOWER 

REFERENCE INFO: 105-505 

SUBIIITTED BY: J. BARRON 
DATE PRINTED: 17-HOV-89 

AHALYSES DETECTION LI"IT EXTRACTION NETHOD 

79 0.002 OPT 

SIZE FRACTIOHS 
------------------

2 -150 79 

Fire Assay 

SANPLE PREPARATIONS IIJNBER 

Assay Prep 
Excessive Wetness 
St111ple Pickup 

INVOICE TO: 11R. JIN BARRON 

79 
1197 

l 

I 



Geochemical
Lab Report

Bondar-Cfcgg* Inc..*
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORTS 089-32302.4
DftTE PRINTED: 17-H00-&9 
PROJECT: R89-605 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R89-605-105-110 0.005 02 R89-605-310-315 <0.002
02 R89-605-110-115 0.002 02 R89-605-315-320 0.004
02 R89-605-115-120 <0.002 02 R89-605-320-325 0.014
02 R89-605-120-125 0.007 02 R89-605-325-330 0.002
02 R89-605-125-130 0.002 02 R89-605-330-335 <0.002

02 R89-605-130-135 0.008 02 R89-605-335-340 0.004
02 R89-605-135-140 0.005 02 R89-605-340-345 <0.002
02 R89-S05-140- 45 <0.002 02 R89-605-345-350 0.006
02 R89-605-145-150 0.002 02 R89-605-350-355 0.008
02 R89-805-150-155 <0.002 02 R89-605-355-360 0.005

02 R89-605-155-160 
02 R89-605-160-165 
D2 R89-605-165-170 
D2 R89-605-170-175 
02 R89-605-175-180

D2 R89-605-180-185 
D2 R89-605-185-190 
02 R89-605-190-195 
D2 R89-605-195-200 
D2 R89-605-200-205

D2 R89-605-205-210 
D2 R89-605-210-215 
D2 R89-605-220-225 
02 R89-605-225-230 
02 R89-605-230-235

<0.002
<0.002
<0.002
<0.002
<0.002

0.003
<0.002
0.002
0.003

<0.002

0.008
<0.002
<0.002
<0.002
<0.002

02 R89-605-360-365 
02 R89-605-365-370

0.003 
0.002 

002 
002

02 R89-605-415-420 
02 R89-605-420-425 
02 R89-605-425-430 
02 R89-605-430-435

007 
0.003 
0.005 
0.017
0.008

02 R89-605-235-240 <0.002 02 R89-605-435-440 0.006
02 R89-605-240-245 <0.002 02 R89-605-440-445 0.003
02 R89-605-245-250 <0.002 02 R89-605-445-450 0.003
02 R89-605-250-255 <0.002 02 R89-605-450-455 0.005
02 R89-805-255-260 0.004 02 R89-605-455-460 <0.002

02 R89-605-260-265 <0.002 02 R89-605-460-465 <0.002
02 R89-605-265-270 <0.002 02 R89-605-465-470 0.003
02 R89-605-270-275 0.002 02 R89-605-470-475 0.006
02 R89-S05-275-280 0.018 02 R89-605-475-480 <0.002
02 R89-805-280-285 <0.002 02 R89-805-480-485 0.006

02 R89-605-285-290 0.004 02 R89-605-485-490 0.004
02 R89-605-290-295 <0.002 02 R89-605-490-495 <0.002
02 R89-605-295-300 0.002 02 R89-605-495-500 0.007
02 R89-805-300-305 0.004 02 R89-605-500-505 <0.002
02 R89-605-305-310 <0.002

Bondar-C In~ .. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPMTI »39-32302.4 

SAtlPLE 
tutBER 

ELEIIEHT Au 

l>2 R89-605-105-110 
D2 R89-605-110-115 
D2 R89-605-115-120 
D2 R89-605-12o-125 
l>2 R89-605-125-130 

D2 R89-605-130-135 
D2 R89-605-135-140 
D2 R89-605-140-145 
D2 R89-605-145-150 
l>2 R89-605-1S0-155 

D2 R89-605-155-160 
D2 R89-605-160-165 
D2 R89-605-165-170 
D2 R89-605-170-175 
l>2 R89-605-175-180 

l>2 R89-605-180-185 
l>2 R89-605-185-190 
l>2 R89-605-190-195 
D2 R89-605-195-200 
1)2 R89-605-200-205 

D2 R89-605-205-210 
D2 R89-605-210-215 
D2 R89-605-220-225 
D2 R89-605-225-230 
D2 R89-605-230-235 

1)2 R89-605-235-240 
D2 R89-605-240-245 
D2 R89-605-245-250 
D2 R89-605-250-255 
D2 R89-605-255-260 

D2 R89-605-260-26S 
D2 R89-605-265-270 
D2 R89-605-270-275 
D2 R89-605-275-280 
1)2 R89-605-280-285 

D2 R89-605-285-290 
D2 R89-605-290-295 
l>2 R89-605-295-300 
D2 R89-605-300-305 
D2 R89-605-305-310 

UHITS OPT 

0.005 
0.002 

(0.002 
0.007 
0.002 

0.006 
0.005 

(0.002 
0.002 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

0.003 
(0.002 
0.002 
0.003 

(0.002 

0.006 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
0.004 

(0.002 
(0.002 
0.002 
0.018 

(0.002 

0.004 
(0.002 
0.002 
0.004 

(0.002 

BC ~ 
BONDAR-CLEGG 

A DIVISIO\I Of li\CHCAPE (',SPECTION & TESTI\IG SERVICES 

SAltPLE 
HlRIDER 

ELE"81T 
UHITS 

D2 R89-605-310-315 
D2 R89-605-315-J20 
D2 R89-605-32o-325 
D2 R89-605-325-330 
D2 R89-605-3Jo-335 

D2 R89-605-335-340 
D2 R89-605-340-345 
1)2 R89-605-345-350 
D2 R89-605-35o-355 
D2 R89-605-355-360 

D2 R89-605-415-420 
D2 R89-605-420-425 
D2 R89-605-425-430 
D2 R89·605-430-435 

D2 R89-605-435-440 
D2 R89-605-440-445 
D2 R89-605-445-450 
D2 R89-605-4S0-45S 
D2 R89-605-455-460 

D2 R89-605-460-465 
D2 R89-605-465-470 
D2 R89-605-470-475 
D2 R89-605-475-480 
1)2 R89-605-480-48S 

D2 R89-605-485-490 
D2 R89-605-490-495 
D2 R89-605-495-500 
D2 R89-605-S00-505 

Au 
OPT 

(0.002 
0.004 
0.014 
0.002 

(0.002 

0.004 
(0.002 
0.006 
0.006 
0.005 

.002 
( .002 
t.026 

012 
009 

0.005 
0.017 
0.008 

0.008 
0.003 
0.003 
0.005 

(0.002 

(0.002 
0.003 
0.006 

(0.002 
0.006 

0.004 
(0.002 
0.007 

(0.002 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR CLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BR0H11 11X NX NO CORP.
I vivo :i ce s 0016186, P a t| e

MR. JIM BARRON Date s 81-MOV--89
P-O. BOX 4a5
DEADWOOD, 8D 
57738

Report No 
Project 
•Ref fcrrfijtn.ee

DB9-38308.4 
R89 605
105-505

........
' * * i V * f 'r'f | "•* r / /

: <4 • Til ; i i
• r *

.

v./C---------- J---- :------------------- ^--------

79 Analyses of Gold at f 7-00 . i; < 7553-00 *
8ubtotal : * 553.00 % 553l00

} Pi* •
.-'..-rt-.._

S a m p 1 e P r e p a r a t i o n -
79 Samples of Assay Prep at $ 3- 00 $ 837.00 t‘

1197 Samp.1 es of £xe@ss ive Wetness at % O.'RO $ 839.40 •
1 Sample of Sample Pickup at *18.00 * 18.00

Subtota1 % 488.40 * 488.40

SI i s c e 11 a n e o u s C h a r t( e e
4’X S.D., state sales tax $ 19. 54
B% Deadwood city sales tax 9. 77

Bubtotal $ 89. 31 89. 31

Invoice Iota .1 s •f> 1070.71

1

U

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
12980Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: DA9-3230G.4 ( COMPLETE ) REFERENCE INFO: 505-700

CLIENT: BROW MINING C0RP. 
PROJECT: RA9-605

SUBMITTED BY: J. BARRON 
DATE PRINTED: 31-0CT-69

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 39 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 39 2 -150 39 Assay Prep 39
Excessive Uetness 409

REMARKS: Final results ere reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: NR. JIM BARRON

Bondar-Clegg, Inc. 
12980 '.ll-,.,; Cedar Dr. 
• ewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A Dl\'ISION m INCHCAPE INSPECTIO & TESTING SERVICES 

REPORT1 189-32306.4 ( COIIPLETE > 

CLIENT: BROtll NIHING CORP. 
PROJECT: R8H05 

ORDER 

1 Au 

ELOIEHT 

Gold 

SAIIPLE TYPES 

D DRIU CORE 39 

REIIARKS: FiMl results i'N Tepol'ted. 

REPORT COPIES TO: IIR. JIN BARRON 
IIR. JIN BARROH 

NOOER OF LOIIER 
ANALYSES DETECTIOH LINIT EXTRACTION 

0.002 OPT 

SIZE FRACTIONS 

----------------------
2 -150 39 

REF£RENCE IHF02 505-700 

SUBIIITTED BY: 1. 8ARRON 
DATE PRINTED: 31-0CT-89 

tlETHOD 

Fi1'f Asuy 

SMPLE PREPARATIONS MUIIBER 

Alsiy Pl'ep 
E1ctSsive WttntSs 

39 
409 

INVOICE T01 IIR. JIN BARRON 



Bondar-Clegg, Inc.
12980 Wg Cedar Dr. 
feakewood, Colorado 80228 
(303) 989-1404

Geochemical
f Lab Report

BONDAR-CLEGG

REPORT: 589-32306.4

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES
--------------------------------PATE PRIMTEPi 31-0CT-89

PROJECT: R89-605 PAGE 1

SAMPLE ELEMENT

NUMBER UNITS

Au

OPT

P2 R89-605-505-510 <0.002

D2 R89-605-510-515

62 R89-605-515-520

P2 R89-605-520-525

D2 R89-605—585-530

0.004

<0.002

0.002

<0.002

D2 R89—605-530-535 <0.002

D2 R89-605-535-540

P2 R89-605-540-545

D2 R89-605-545-550

D2 R89-605-550-555

<0.002

<0.002

<0.002

0.003

P2 R89-605—555-560 <0.002

52 R89—605-560-565

D2 R89-605-566-570

D2 R89-605-570-575

52 R89-605-575-580

0.002

<0.002

0.013

0.004

D2 R89-605-580-585 0.004

52 R89-605-585-590

52 R89-505-590-595

52 R89-605—595-600

52 R89-605-600-605

0.003

0.002

<0.002

0.002

52 R89-605-605-610 <0.002

52 R89-605-610-615

52 R89-605-615-620

52 R89-605-620-625

52 R89-605-625—630

0.004

0.006

<0.002

0.011

52 R89-605-630-635 <0.002

52 R89-605-635—640

52 R89-605-640—645

52 R89—605-645-650

52 R89—665-650-655

<0.002

<0.002

<0.002

0.006

52 R89-605-655-660 0.007

62 R89—605-660-665

62 R89-605-665-670

62 R69-605-670-675

52 R89-605-675-680

0.002

<0.002

<0.002

<0.002

62 R89-605-680-685 <0.002

62 R89-605-685-690

52 R89-605-690-695

62 R89-605-695-700

<0.002

0.003

<0.002

Boodar-Clegg, Inc. 
12980 W~j Cedar Dr. 
· ewood, Colorado 80228 

(303) 989-1404 

REPORT: »89-32306.4 

• 

SAIIPLE ELEl!EMT 
IOBER UNITS 

l>2 R&t-605-505-510 
l>2 R&t-605-510-515 
l>2 R89-605-515-520 
D2 R&9-605-520-525 
1>2 R89-605-125-530 

D2 R&HOS-530-535 
D2 R89-605-535-540 
l>2 R89-605-54o-545 
D2 R89-605-545-550 
l>2 R&9-605-550-555 

D2 R89-605-555-560 
D2 R&HOS-560-565 
D2 R89-605-566-570 
D2 R&HOS-570-575 
D2 R89-605-575-580 

D2 R89-605-580-5&5 
D2 R89-605-5&5-590 
D2 R89-505-59o-595 
D2 R89-605-595-600 
D2 R89-605-600-605 

D2 R89·605·605-610 
l>2 R89-605-610·61S 
l>2 R89-605-615-620 
D2 R89-60S-620-625 
D2 R89·605-625-630 

D2 R89-605-630-635 
D2 R&9·605-63H40 
D2 R89-605-640-645 
D2 R89-605-64S-650 
D2 R&HiOS-650-655 

D2 R89-605-655-660 
D2 R89-605-66o-665 
D2 R89-605-665-670 
D2 R89-605-670-675 
l>2 R89-605-675-680 

D2 R89-605-680-6&5 
D2 R99-605-685-690 
D2 R89-605-690-695 
D2 R89-605-695-700 

Au 
OPT 

(0.002 
0.004 

(0.002 
0.002 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
0.003 

(0.002 
0.002 

(0.002 
0.013 
0.004 

0.004 
0.003 
0.002 

(0.002 
0.002 

(0.002 
0.004 
0.006 

(0.002 
0.011 

(0.002 
(0.002 
(0.002 
(0.002 
0.006 

0.007 
0.002 

(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
0.003 

(0.002 

BC ~ 
BONDAR·CLEGG 

A DIVISION m INCHCAPE INSPECTION & TESTl'-JG SERVICES 

DAlE PRINTED, at OCT-89 
PROJECT: R89-605 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303) 989-1404

BRQHM MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOGD, SB 
5773c!

Invoice s DO15846, Page 1 

Date s 31-OCT-89

Report Nos 089-32306.4 
Project ; R89-605 
R e f e rence s 505-7OO

39 Analyses of Gold 
Subtotal

S a m p 1 e P r © p a r a t i o n
39 Samples of Assay Prep 
409 Samples of Excessive Wetness 

Subtotal

at * 7.00 * 
$

273.00 
£73.00 % £73.00

at $ 3.00 % 
at f- 0.20 t> 

$

117.00 
81.80 
198.80 198.80

M i p c e 11 a n e o u s C h a r y e s
4% S.D. state sales tax 
2 % i) e a cl w o o d c i t y s a 1 e s t a x 

Subtotal

* 7.95
$ 3.98
* 11.93 % 11.93

Invoice Totals % 483.73 U.S.

*V

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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Bondar-C'legg, Inc. 
U980 \Vest Cedar Dr. 

I akewood, Colorado 80221! 
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